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TEST REPORT  
 

 
 
Applicant : Publik d.o.o. 
Address : Vladike Nikolaja 469, 14000 Valjevo, Serbia 

 
 
Report on the submitted sample said to be 
Sample name : MUGS 
Model  : VANILLA (43.015.XX), GUSTO (43.016.XX), GUSTO MAXI (43.017.XX)  

where XX means color range, coded from 00-99 
Buyer : N/A 
Manufacture : Asia Gateway Overseas Ltd 
Address : 21F.,New World Tower 1, 18 Queen’s Road, Central, Hong Kong 
received date : Jun. 18, 2022 
Testing period : Jun. 18, 2022 – Jun. 23, 2022 
Test Result(s) : Please refer to the next pages 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 

 
 
 
 
 
 

Signed for and on behalf of 

  

Lab Manager :  Bert Yang  

Jun. 23, 2022 
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Sample Description 
Specimen No. Description 
001 Glass 

002 Plastic  

003 Silica gel 
 
 
 
 
 
Test Sample Test Requested: Conclusion 

001 The European Council Directive 84/500/EEC and its amendment 
2005/31/EC– Ceramic Articles intended to Come into Contact with 
Foodstuffs 
- migration Lead and Cadmium 

Pass 

002 COMMISSION REGULATION (EU) No. 2020/1245 and (EC) No.1935/2004 
on plastic materials and articles intended to come into contact with food. 
- Overall migration 
- Sensorial examination odour and taste test 
- Specific migration of Heavy Metal 
- Bisphenol A (BPA) Content 
- Specific migration of primary aromatic amine (total) 

Pass 

003 Commission Regulation (EU) No 10/2011 of 14 January 2011 with 
amendments 
- Overall migration 
- Specific migration of Heavy Metals 
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Test Result: 
 

 
migration Lead and Cadmium 
Method: With reference to 84/500/EEC ANNEX Ⅱ, analyzed by Atomic Absorption Spectrometer(AAS)/ 
Inductively Coupled Plasma Atomic Emission Spectrometer (ICP-AES). 

Material No. Description Location Depth(mm) 
001 MUGS Glass 210 

 
 

Result(mg/dm2) 
(mg/L) Material No. Test Item 

Limit 
(mg/L) 

1 2 3 4 

Conclusion 

Lead(Pb) 4.0 <0.1 <0.1 <0.1 <0.1 
001 

Cadmium(Cd) 0.3 <0.01 <0.01 <0.01 <0.01 
PASS 

 
Note: 

1. Volume of 4% Acetic acid used 370 mL. 
     2. mg/L = milligram per liter. 

3. Permissible limits for articles. 
4. mg/dm2 = milligram per square decimetre of surface area of material or article. 

 
 
Category Lead 

(mg/dm2) 
Cadmium 
(mg/dm2) 

Artices which cannot be fled and artices which can 
befilled , the intemal depth of which, measured from 
thelowest point to the horizontal plane passing 
through theupper rim, does not exceed 25 mm. 

0.6 0.08 

All other articles which can be Filled. 0.4 0.03 

Cooking ware; packaging and storage vessels 
having a capacity of more than three litres. 

1.6 0.1 

Where a ceramic article consists of a vessel fitted with a ceramic id the lead and/or cadmium Iimit which may not be  

exceeded (mg/dm2 or mg/litre) shall be that which applies to the vessel alone. 
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Overall migration 
Method: With reference to EN1186-1:2002. 
Test Condition: 100℃  4Hour 

Result Test Item(s). Limit. 
(mg/dm2) 
(mg/kg) 

002 003 

Conclusion 

Distilled water 10mg/dm2 N.D. N.D. Pass 
10% Ethanol(v/v) 10mg/dm2 N.D. N.D. Pass 
3% Acetic acid(w/v) 10mg/dm2 N.D. N.D. Pass 
50% Ethanol(v/v) 10mg/dm2 N.D. N.D. Pass 
Vegetable oil 10mg/dm2 N.D. N.D. Pass 
Poly(2,6-diphenyl-p-phenylene oxide) 10mg/dm2 N.D. N.D. Pass 
95% Ethanol(v/v) 10mg/dm2 N.D. N.D. Pass 
Isooctane 10mg/dm2 N.D. N.D. Pass 

Note:  
1. mg/dm2 = milligram per square decimetre of surface area of material or article. 
2. mg/kg = milligrams of the constituents released per kilogram of foodstuff. 
3. The requirement in accordance with the Commission Regulation (EU) No 10/2011. 
4. The requirement in accordance with the Resolution AP (2004)1. 
5. The requirement in accordance with the Resolution AP (2004)4. 
6. The requirement in accordance with the Resolution AP (2004)5. 

 
 
 
 
Sensorial examination odour and taste test. 

Test Method: With reference to DIN 10955:2004  
Test media: Deionized Water 

Result Test Item(s). Limit. 
002 

Conclusion 

Sensorial examination odour (Point scale) 3 1 Pass 
Sensorial examination taste (Point scale) 3 1 Pass 

 
Note: 

Scale evaluation: 
0: No perceptible odour 
1: Odour just perceptible (still difficult to define) 
2: Moderate odour 
3: Moderately strong odour 
4: Strong odour 
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Specific migration of Heavy Metal 
Simulant Used: 20% Ethanol (V/V) Aqueous Solution 
Test Condition: 70.℃ 0.5.hr(s). 

Result Test Item(s) Max. 
Permissible 

Limit 

Unit MDL 

002 

Migration times - - - 3rd 
Area/Volume - dm2/kg - 6.0 
Barium 1 mg/kg 0.25 N.D. 
Cobalt 0.05 mg/kg 0.01 N.D. 
Copper 5 mg/kg 0.25 N.D. 
Iron 48 mg/kg 0.25 N.D. 
Lithium 0.6 mg/kg 0.5 N.D. 
Manganese 0.6 mg/kg 0.25 N.D. 
Zinc 5 mg/kg 0.5 N.D. 
Alumium 1 mg/kg 0.1 N.D. 
Nickel 0.02 mg/kg 0.01 N.D. 
Comment Pass 

 
Note: 
     1. mg/kg = milligram per kilogram of foodstuff in contact with 
     2. MDL=Method Detection Limit 
     3. N.D. = Not Detected(less than MDL) 
     4.The limits of nickel according to Commission Regulation (EU) 2017/752 shall be applied from 19 May  
       2019. 
 
 
 
Bisphenol A (BPA) Content 

Method: Solvent extraction, analyzed by High Performance Liquid Chromatograph (HPLC-DAD).. 
Test Condition: 100℃  4Hour 

Result Unit 

002 

Limit Conclusion 
 

mg/kg N.D. N.D. Pass 

Note:  
1. mg/kg = milligrams of the constituents released per kilogram of foodstuff. 
2. N.D. = Not Detected (< RL). 
3. RL (Reporting Limit) = 0.1 mg/kg. 
4. The requirement in accordance with the Commission Regulation (EU) No 321/2011. 
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Specific migration of primary aromatic amine (total) 
Method: With reference to EN 13130-1:2004, was analyzed by Ultraviolet–visible spectrometer (UV-Vis). 
Test Condition: 100℃  4Hour 

Result Item Unit 

002 

Limit Conclusion 
 

3% Acetic acid(w/v) mg/kg N.D. 0.01 Pass 

 
Note:  

1. mg/kg = milligrams of the constituents released per kilogram of foodstuff. 
2. The requirement in accordance with the Commission Regulation (EU) No 10/2011. 

 
 
 
 
 
Specific migration of Heavy Metals 
Simulant Used: 20% Ethanol (V/V) Aqueous Solution 
Test Condition: 70.℃ 0.5.hr(s). 

Result Test Item(s). Max. 
Permissible 

Limit 

Unit MDL 

003 

Migration times. - - - 3rd 
Area/Volume. - dm2/kg - 6.0 
Barium. 1 mg/kg 0.25 N.D. 
Cobalt. 0.05 mg/kg 0.01 N.D. 
Copper. 5 mg/kg 0.25 N.D. 
Iron. 48 mg/kg 0.25 N.D. 
Lithium. 0.6 mg/kg 0.5 N.D. 
Manganese. 0.6 mg/kg 0.25 N.D. 
Zinc. 5 mg/kg 0.5 N.D. 
Alumium. 1 mg/kg 0.1 N.D. 
Nickel. 0.02 mg/kg 0.01 N.D. 
Comment. Pass 

Note :  
1. mg/kg = milligram per kilogram of foodstuff in contact with 

      2. MDL=Method Detection Limit 
      3. N.D. = Not Detected(less than MDL) 
      4. The limits of nickel according to Commission Regulation (EU) 2017/752 shall be applied from 19 May  
       2019. 
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Picture of sample   

 
Photo 1 

 
     
 
 
 
 
 
 
 
 

 
 
 

       **** THE END OF REPORT ****


